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METRIC PRACTICE GUIDE FOR WELDING INDUSTRY
STANDARD SYMBOLS FOR WELDING, BRAZING AND
NONDESTRUCTIVE EXAMINATION

WELDING TERMS AND DEFINITIONS, AWS WELDING
STANDARD PROCEDURES FOR CALIBRATING MAGNETIC
INSTRUMENTS TO MEASURE THE DELTA FERRITE
CONTENT OF AUSTENITIC AND DUPLEX
FERRITIC-AUSTENITIC STAINLESS STEEL WELD METAL
STANDARD METHODS FOR DETERMINATION OF THE
DIFFUSIBLE HYDROGEN CONTENT OF MARTENSITIC,
BAINITIC AND FERRITIC STEEL WELD METAL PRODUCED
BY ARC WELDING

STANDARD PRACTICE FOR DETERMINING MOIS OF FLUXES
FILLER METAL PROCUREMENT GUIDELINES

FILLER METAL SPECIFICATION: SPEC FOR CARBON STEEL
ELECTRODES FOR SHIELDED METAL ARC WELDING
FILLER METAL STD SZS PKGNG PHYS ATRB

FILLER METAL SPECIFICATION: SPEC FOR CARBON AND
LOW ALLOY STEEL RODS FOR OXYFUEL GAS WELDING
Specification for Consumable Inserts

FILLER METAL SPECIFICATION: SPEC FOR STAINLESS
STEEL ELECTRODES FOR SHIELDED METAL ARC WELDING
FILLER METAL SPECIFICATION: SPEC FOR LOW ALLOY
STEEL ELECTRODES FOR SHIELDED METAL ARC WELDING
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COPPER AND COPPER ALLOY ARC WELDING ELECTRODES
FILLER METAL SPECIFICATION: SPEC FOR COPPER AND
COPPER ALLOY BARE WELDING RODS AND ELECTRODES
FILLER METAL SPECIFICATION: SPEC FOR FILLER METALS
FOR BRAZING AND BRAZE WELDING

FILLER METAL SPECIFICATION: SPEC FOR BARE STAINLESS
STEEL WELDING ELECTRODES AND RODS

FILLER METAL SPECIFICATION: Spec for Bare Aluminum and
Aluminum-Alloy Welding Electrodes and Rods

Specification for Nickel and Nickel-Alloy Welding Electrodes for
Shielded Metal Arc Welding

Specification for Tungsten and Oxide Dispersed Tungsten Electrodes
for Arc Welding and Cutting

FILLER METAL SPECIFICATION: Spec for Surfacing Electrodes
for Shield Metal Arc Welding

FILLER METAL SPECIFICATION: SPEC FOR NICKEL AND
NICKEL ALLOY BARE WELDING ELECTRODES AND RODS
FILLER METAL SPECIFICATION: SPEC FOR WELDING
ELECTRODES AND RODS FOR CAST IRON

SPEC FOR TITANIUM AND TITANIUM ALLOY WELDING
ELECTRODES AND RODS

FILLER METAL SPECIFICATION: SPEC FOR CARBON STEEL
ELECTRODES AND FLUXES FOR SUBMERGED ARC
WELDING

Specification for Carbon Steel Electrodes and Rods for Gas
Shielded Arc Welding.
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FILLER METAL SPECIFICATION: SPEC FOR CARBON STEEL
ELECTRODES FOR FLUX CORED ARC WELDING
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FILLER METAL SPECIFICATION: Spec for Bare Electrodes and
Rods for Surfacing

FILLER METAL SPECIFICATION: SPEC FOR STAINLESS STEEL
ELECTRODES FOR FLUX CORED ARC WELDING AND
STAINLESS STEEL FLUX CORED RODS FOR GAS TUNGSTEN
ARC WELDING

Specification for Low-Alloy Steel Electrodes and Fluxes for
Submerged Arc Welding

SPECIFICATION FOR ZIRCONIUM AND ZIRCONIUM ALLOY
WELDING ELECTRODES AND RODS

FILLER METAL SPECIFICATION: SPEC FOR CARBON AND LOW
ALLOY STEEL ELECTRODES AND FLUXES FOR ELECTOSLAG
WELDING

FILLER METAL SPECIFICATION: SPEC FOR CARBON AND
LOW ALLOY STEEL ELECTRODES FOR ELECTROGAS WELDING
FILLER METAL SPECIFICATION:SPEC FOR LOW ALLOY STEEL
ELECTRODES FOR GAS SHIELDED METAL ARC WELDING
FILLER METAL SPECIFICATION: SPEC FOR LOW ALLOY
STEEL ELECTRODES FOR FLUX CORED ARC WELDING
FILLER METAL SPECIFICATION: SPEC FOR CONSUMABLE
INSERTS

FILLER METAL SPECIFICATION:SPEC FOR FLUXES FOR
BRAZING AND BRAZE WELDING

FILLER METAL SPECIFICATION: Spec for Shielding Gases for
Welding

Specific. for Nickel-Alloy Electrodes for Flux Cored Arc Welding
Specification for Calibration and Performance Testing of Secondary
Current Sensing Coils and Weld Current Monitors used

GUIDE FOR THE NONDESTRUCTIVE EXAMINATION OF WELDS
GUIDE FOR THE VISUAL EXAMINATION OF WELDS

WELDING PROCEDURE & PERFORMANCE QUALIFICATIONS,
SPEC FOR

STANDARD FOR BRAZING PROCEDURE AND PERFORMANCE
QUALIFICATION

Specification for Soldering Procedure and Performance Qualification
SPECIFICATION FOR WELDING PROCEDURE AND PERFORM-
ANCE QUALIFICATION FOR THERMOPLASTICS

STANDARD METHODS FOR MECHANICAL TESTING OF WELDS
Specification for the Qualification of Welding Inspectors

SPEC FOR THE QUALIFICATION OF WELDING INSPECTOR
SPECIALISTS & WELDING INSPECTOR ASSISTANTS
Specification for the Qualification of Welder Test Facilities
Specification for the Qualification of Welding Educator
SPECIFICATION FOR THE QUALIFICATION OF WELDING
SUPERVISORS

Qualification of Welding Sales Person, Spec For

Specification for the Qualification of Radiographic Interpreters
QUALIFICATION OF WELDING ENGINEERS,SPEC FOR
QUALIFICATION FOR WELDING FABRICATORS,SPEC FOR
RECOMMENDED PRACTICES FOR RESISTANCE WELDING
SPECIFICATION FOR RESISTANCE WELDING OF CARBON

AND LOWALLOY STEELS

Specification for the Qualification of Resistance Welding Technician
GUIDE FOR THERMAL SPRAY OPERATOR QUALIFICATION
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GUIDE FOR THE PROTECTION OF STEEL WITH THERMAL
SPRAYED COATINGS OF ALUMINUM AND ZINC AND THEIR
ALLOYS AND COMPOSITES

Thermal Spraying Zinc ands on Steel RNF CONC.

Specification for theRMAL SPRAY EQUIPMENT ACCEPTANCE
INSPECTION

Specification for the Application of Thermal Spray Coatings (Metallizing)
of Aluminum, Zinc, and Their Alloys and Composites for the Corrosion
Protection of Steel

Specification for Thermal Spray Solid and Composite Wire and Ceramic
Rods

STANDARD METHODS FOR EVALUATING THE STRENGTH OF
BRAZED JOINTS

RECOMMENDED PRACTICES FOR DESIGN, MANUFACTURE
AND INSPECTION OF CRITICAL BRAZED COMPONENTS
SPECIFICATION FOR TORCH BRAZING

SPECIFICATION FOR INDUCTION BRAZING

SPECIFICATION FOR FURNACE BRAZING

SPECIFICATION FOR ALUMINUM BRAZING

Recommended Practices for Ultrasonic Inspection of Brazed Joints
Specification for Resistance Brazing

Recommended Practices for Safe Oxyfuel Gas Cutting Torch Operation.
Recommended Practices for Safe Oxyfuel Gas Heating Torch Operation
Recommended Practices for Heat Shaping and Straightening with
Oxyfuel Gas Heating Torches

UNIFORM DESIGNATION SYSTEMS FOR OXYFUEL NOZZLE
Thermal Cutting - Classification of Thermal Cuts ~ Geometric Product
Specification and Quality Tolerances

RECOMMENDED PRACTICES FOR PLASMAARC WELDING
PLASMA-ARC CUTTING,RECOMMENDED PRACTICES FOR

AIR CARBON ARC GOUGING,RECOMMENDED PRACTICES
RECOMMENDED PRACTICES FOR STUD WELDING
RECOMMENDED PRACTICES FOR GAS TUNGSTEN ARC WELDING
RECOMMENDED PRACTICES FOR GAS METAL ARC WELDING
RECOMMENDED PRACTICES FOR ELECTROSLAG AND
ELECTROGAS WELDING

RECOMMENDED PRACTICES FOR SHIELDING GASES FOR
WELDING AND CUTTING

RECOMMENDED PRACTICES FOR FRICTION WELDING
Specification for Friction Welding of Metals

RECOMMENDED PRACTICES FOR ELECTRON BEAM WELDING
Recom. practices laer beam welding, cutting and driling

PROCESS SPECIFICATION FOR ELECTRON BEAM WELDING
LASER BEAM WELDING PROC. SPC & OPER QUAL
STRUCTURAL WELDING CODE - STEEL

STRUCTURAL WELDING CODE - ALUMINUM

STRUCTURAL WELDING CODE SHEET STEEL

STRUCTURAL WELDING CODE REINFORCING STEEL

BRIDGE WELDING CODE (METRIC)

STRUCTURAL WELDING CODE STAINLESS STEEL

Guide for Strengthening and Repairing Existing Structures

Structural Welding Code - Seismic Supplement

Structural Welding Code - Titanium

GUIDE FOR STEEL HULL WELDING

SPECIFICATION FOR UNDERWATER WELDING

GUIDE FOR ALUMINUM HULL WELDING

Specification for Automotive Weld Quality-Resistance Spot Welding of
Steel

STAND FOR AUTO RESISTANCE SPOT WELDING ELECTRODES
RECOMMENDED PRACTICES FOR AUTOMOTIVE WELD
QUALITY - RESISTANCE SPOT WELDING

Specification for Automotive Weld Quality - Arc Welding of Steel
RECOMMENDED PRACTICES FOR TEST METHODS FOR
EVALUATING THE RESISTANCE SPOT WELDING BEHAVIOR OF
AUTOMOTIVE SHEET STEEL MATERIALS

Specification for Automotive Weld Quality — Arc Welding of Aluminum
SHEET METAL WELDING CODE

RECOMMENDED PRACTICES FOR WELDING AUSTENITIC
CHROMIUM-NICKEL STAINLESS STEEL PIPING AND TUBING
RECOMMENDED PRACTICES FOR GAS TUNGSTEN ARC
WELDING OF TITANIUM PIPING AND TUBING
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Guide for the Gas Shielded Arc Welding of Aluminum and Aluminum

Alloy Pipe

RECOMMENDED PRACTICES FOR WELDING OF CHROMIUM-
MOLYBDENUM STEEL PIPING AND TUBING

LOCAL HEATING OF WELDS IN PIPING & TUBING, RECOMMENDED
PRACFOR

Guide for Robot Pass Welding of Pipe Without Backing

GUIDE FOR WELDING MILD STEEL PIPE

RECOMMENDED PRACTICES FOR THE BRAZING OF COPPER
TUBING AND FITTINGS FOR MEDICAL GAS SYSTEMS

Guide for Welding Feritic/Austenitic Duplex Stainless Steel Piping and Tubing
GUIDE FOR WELDING IRON CASTINGS

SPECIFICATION FOR WELDING INDUSTRIAL AND MILL CRANES

AND OTHER MATERIAL HANDLING EQUIPMENT

SPECIFICATION FOR WELDING EARTHMOVING AND CONSTRUCTION
EQUIPMENT

Specification for Welding of Presses and Press Components
SPECIFICATION FOR WELDING OF PRESSES AND PRESS
COMPONENTS

SPECIFICATION FOR WELDING OF ROTATING ELEMENTS OF EQUIP.
Recommended Practices for Surfacing and Reconditioning of Industrial

Mill Rolls

Standard Methods for the Avoidance of Cold Cracks

RAILROAD WELDING SPECIFICATION

RECOMMENDED PRACTICES FOR THE WELDING OF RAILS & RELATED
RAIL COMPONENTS FOR USE BY RAIL VEHICLES

SPECIFICATION FOR ROBOTIC ARC WELDING SAFETY

Guide for Components of Robotic and Automatic Arc Welding Installations
RISK ASSESSMENT GUIDE FOR ROBOTIC ARC WELDING
SPECIFICATION FOR QUALIFICATION OF ROBOTIC ARC

WELDING PERSONNEL

FUSION WELDING FOR AEROSPACE APPLICATIONS,SPEC FOR
Specification for Resistance Welding for Aerospace Applications

Specification for Welding of Austenitic Stainless Steel Tube and Pipe Systems in
Sanitary (Hygienic) Applications

Specification for Welding of Tanks, Vessels, and Other Equipment in Sanitary
(Hygienic) Applications

METHODS FOR SAMPLING AIRBORNE PARTICULATES

GENERATED BY WELDING AND ALLIED PROCESSES

LABORATORY METHOD FOR MEASURING FUME GENERATION RATES
AND TOTAL FUME EMISSION FOR WELDING AND ALLIED PROCESSES
EVALUATION CONTAMINANTS IN WELDING ENVIRONMENTS A
SAMPLE GUIDE

METHODS FOR SAMPLING AND ANALYZING GASES FOR

WELDING AND ALLIED PROCESSES

GUIDE FOR ESTIMATING WELDING EMISSIONS FOR EPAAND
VENTILATION PERMIT REPORTING

SPECIFICATION FOR USE AND PERFORMANCE OF TRANSPARENT
WELDING

VENTILATION GUIDE FOR WELD FUME

RECOMMENDED SAFE PRACTICES FOR PREPARATION FOR
WELDING AND CUTTING OF CONTAINERS AND PIPING

Guide to Ultrasonic Assembly of Thermoplastics

SPECIFICATION FOR ULTRASONIC WELDING TEST SPECIMEN

FOR THERMOPLASTICS

Specification for the Qualification of Plastics Welding Inspectors for Hot Gas, Hot
Gas Extrusion, and Heated Tool Butt Thermoplastic Welds

GUIDE FOR THE EVALUATION OF HOT GAS, HOT GAS EXTRUSION, &
HEATED TOOL BUTT THERMOPLASTIC WELDS

GUIDE FOR THE JOINING OF WROUGHT NICKEL-BASED ALLOYS
Guide for the Joining of Wrought Solid Solution Austenitic Stainless Steels
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