
ERRATA  SHEET

AWS A5.29/A5.29M:2005,  Specification for Low-Alloy Steel Electrodes for
Flux Cored Arc Welding

The following Errata have been identified and incorporated into the current reprint of this
document.

Page 3,  Table IU;    The footnote references indicated in Table 1U for AWS classification
E8XT5-Ni2C, E8XT5-Ni3C, and E9XT5-Ni3C are incorrectly listed as footnote “e.” The correct
reference in each case should be footnote “f.”


